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TLCP Nanoparticles formed 
during melt compounding 
with sulfonated polystyrene 
ionomer at 300°C

TLCP nanoparticles are easily 
oriented in an extensional flow and 
provide reinforcement comparable to 
short fibers with E > 25 GPa
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